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•   Manufac�tured to stric�t ISO 9001 quality system c�riteria.

•   Defined spec�ific�ations

•   Full batc�h trac�eability

•   Performanc�e tests inc�luded (in addition to c�onformity tests)

•   Ac�c�redited independent testing of produc�ts 

•   Continuity over extended periods of time

•   Certific�ates of c�onformity if required

Produc�t 
Continuity
The use of standard master batc�hes 
for the c�omparative testing of eac�h 
batc�h, c�ombined with c�onformity testing 
c�onduc�ted by independent testing 
authorities (performed by UK Ac�c�reditation 
Servic�e ac�c�redited laboratories), guarantee 
the c�losest possible c�ontinuity of produc�ts 
over time. End users c�an be c�onfident that 
rogue results, or drift-over-time, c�annot 
oc�c�ur due to variable test materials when 
using SDCE produc�ts – vital in reduc�ing the 
risk of c�onsequential loss due to misleading 
test grades.

Using SDCE produc�ts, c�ustomers 
everywhere c�an now enjoy the sec�urity 
and c�onfidenc�e that c�omes from dealing 
with an organisation devoted to protec�ting 
manufac�turers and retailers from the c�osts 
assoc�iated with goods unfit-for-purpose. 
When c�ompared with this risk and the 
c�osts involved – not to mention the time 
needed to re-test unreliable results – SDCE 
test materials represent exc�eptional value 
for money.
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SDC Multifibre DW c�an be used as an adjac�ent fabric� in many of the ISO 105 
C Series and E Series of c�olour fastness tests and also meets many c�hain store 
fastness test spec�ific�ations.

It is produc�ed with a narrow weave c�onstruc�tion and 
c�ontains the following c�omponents: sec�ondary c�ellulose 
ac�etate, c�otton, polyamide, polyester, ac�rylic� and wool.

No weaving oils are used in the manufac�ture of SDC 
Multifibre DW, thus preventing the need for subsequent 
wet proc�essing and heat treatments whic�h are a potential 
sourc�e of inc�onsistenc�y and c�ontamination. This gives a 
dimensionally stable produc�t that does not suffer slippage/
separation of warp yarns or fraying during test proc�edures.

SDC Multifibre DW undergoes rigorous quality c�ontrol 
proc�edures, in ac�c�ordanc�e with ISO 105 F10, c�onduc�ted 
by independent UK Ac�c�reditation Servic�e ac�c�redited 
laboratories. All tests are c�arried out against a set 
spec�ific�ation and against a retained master batc�h at yarn 
as well as fabric� stage. This ensures c�onsistenc�y of staining 
behaviour rather than simple c�onformity. 

SDC Multifibre DW Fabric� with in-built sec�urity thread
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SDC Multifibre DW Fabric� with in-built sec�urity thread

Major Advantages
•   Narrow width c�onstruc�tion for ec�onomy, ease of 

handling and stability in use.

•   Fully trac�eable batc�hes tested against an internal 
master standard to ensure exc�ellent c�ontinuity sinc�e 
the first release.

•   Not sc�oured and then dried – removes proc�ess stages 
that pose a risk to c�ontinuity throughout the roll and 
ac�ross the width.

•   Sec�urity for test spec�ifiers that c�ounterfeit or imitation 
Multifibres are not used leading to potentially 
misleading and c�ostly errors.

•   Testers c�an demonstrate to c�ustomers their 
c�ommitment to quality through the use of only genuine 
SDC Multifibres.

SDC Multifibre DW Fabric�
2115 SDC Multifibre DW 10 metre roll

2120 SDC Multifibre DW 50 metre roll

2133 SDC Multifibre DW 10x4c�m 250 piec�e pac�k

2143 SDC Multifibre DW 10x5c�m 200 piec�e pac�k
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